
AG
G

R
EG

AT
E

THICKNESS / FLAKINESS GAUGE (AG-032)

TECHNICAL SPECIFICATIONS

TECHNICAL SPECIFICATIONS

•	 Used to determine the amount of elongation occurred on 
the aggregate sample. 

•	 Supplied with a wooden base.

•	 Used for determining the thickness
•	 Made of stainless steel	

•	 Used for determining the length
•	 Supplied with:

•	 Wooden Base

Code Dimensions  (± 1 cm) Approximate Weight  (kg)

AG-032 38 x 16 0.8

LENGTH GAUGE (AG-034)

▪▪ Used to determine whether the aggregate if flaky or 
not, that is to state whether its thickness is less than 
60% of its nominal size. 

▪▪ Made of a heavy-duty stainless steel.

Thickness / Flakiness Gauge (AG-032)

Code Dimensions  (± 1 cm) Approximate Weight  (kg)

AG-034 40 x 8 x 2 (h) 0.3

Length Gauge (AG-034)
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