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B® SAND EQUIVALENT TEST SET (AG-040)
EN 933-8 ¢ ASTM D2419 « AASHTO T-176

AGGREGATE

= The test is used to determine the relative portion of undesirable clay-like
or plastic fines and dusts that occur in granular soils and fine aggregates

passing the No. 4 sieve.

N

@® TECHNICAL SPECIFICATIONS Sand Equivalent Test Set (AG-040)

e Measuring Cylinder (4 ea)
e Rubber Stopper (2 ea)
* Measuring Can

* Plastic Bottle

e |rrigator Tube

e Syphon assembly jar

* Weighted Foot

e Funnel

e Ruler

e Stock Solution

e Case

e Sand Equivalent Shaker to be ordered separately

ALFA | Testing Equipment | M. Gokcek Blv. ALFA Plaza No: 113 Ivedik OSB - Ankara / TURKEY | Phone: +90 312 395 25 22 | www.alfatest.com.tr




